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Quasi-phase-matched (QPM) wavelength converters are highly desirable for emerging nonlinear optics applications in
photonic integrated circuits, but available waveguide and quasi-phase-matching technologies have so far constrained
their realization. In this work, we present a periodically poled lithium niobate (LN) waveguide on a silicon nitride–
thin film LN platform. It contains a submicrometer waveguide core for enhancing nonlinear interactions that is more
than one order of magnitude smaller than those of previous QPM waveguides. Periodic poling was applied directly to
the thin film LN for quasi-phase-matching by a new surface poling technology. We demonstrated 160% W−1 · cm−2

normalized efficiency for second harmonic generation at 1530 nm with ultralow propagation loss (0.3 dB/cm) in the
telecom band. This highly efficient and compact wavelength converter has the potential for straightforward integra-
tion with various photonic platforms, e.g., on-chip microsystems such as optical communication networks, quantum
storage, and optical frequency referencing. © 2016 Optical Society of America

OCIS codes: (160.3730) Lithium niobate; (190.2620) Harmonic generation and mixing; (190.4390) Nonlinear optics, integrated optics.
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1. INTRODUCTION

Highly efficient, compact, and integration compatible wavelength
converters using quasi-phase-matched (QPM) optical waveguides
are crucial for merging integrated nonlinear optics microsystems
in optical communication networks [1], quantum storage [2], and
optical frequency references [3,4]. However, efforts to develop
such QPM waveguide in photonic integrated circuits (PICs) have
been unsuccessful [5–8], mainly due to the difficulties in fabri-
cating waveguides of nonlinear materials and the small size do-
main inversion for quasi-phase-matching. Among all existing
QPM wavelength converters, the periodically poled lithium nio-
bate (PPLN) waveguide is the most widely used because lithium
niobate (LN) has a broad transparent window (350 nm to
4.5 μm) and large nonlinear coefficients [9]. Optical waveguides
on LN are commonly fabricated either with titanium (Ti) in-
diffusion [5,6] or with proton exchange [10,11]. Both methods
suffer from weak optical confinement, resulting in a large optical
mode size. In addition, the waveguide modes at different wave-
lengths have poor overlap due to the weak asymmetric gradient-
index profile [10]. This significantly reduces the wavelength
conversion efficiency. Other LN waveguide approaches, such
as etching and mechanical structuring, have also been investigated
[12–14]. However, etching LN often results in rough waveguide
sidewalls, leading to large optical loss, especially for submicrometer
dimensions. Additionally, mechanical structuring is not suitable for
fabricating narrow waveguides. Prior to this work, the smallest

mode size in a PPLN waveguide device [15] was larger than
10 μm2. Poling the LN is another challenge, since usually, a bulk
z-cut wafer was required and only worked for TM polarization.
This is incompatible with most of the on-chip applications
[1–4]. In contrast, surface poling applied on an x-cut (or y-cut)
LN wafer [16,17] works for TE polarization. However, its poling
depth (∼1 μm) is too small for the optical modes of the conven-
tional LN waveguide [16]. Surface poling is also challenging, since
the random domain growth and leakage currents can result in poor
poling quality [18]. Due to these problems, previously reported
PPLN devices have large-scale, low conversion efficiencies and
are incompatible with photonic integration.

In this work, we present the first QPM waveguide device
compatible with PICs: a PPLN wavelength converter on a silicon
nitride (SiN) thin-film LN platform. This approach can be used to
fabricate LN waveguides with submicrometer dimensions. Due to
thehigh index contrast of thewaveguide structure, the opticalmode
is tightly confined. The mode overlap issue of the previous wave-
guide PPLNdevices is eliminated, as the opticalmode distributions
for different wavelengths are similar in this waveguide structure.
These two advantages significantly enhance the nonlinear interac-
tion. For the first time, periodical poling is successfully realized on
anLN thin filmwith a new surface poling technique that eliminates
the aforementioned surface-poling quality issues. This method is
designed for TE polarization and allows fabricating an ultra-short
poling period (shorter than 2.4 μm in our experiment).
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2. FABRICATION

Figure 1 shows the processing flow for the fabrication of a PPLN
wavelength converter. The fabrication of devices is based on a
commercial LNOI substrate wafer (supplied by NANOLN). The
LNOI wafer consists of a 700-nm-thick x-cut LN film and a
2-μm-thick buried SiO2 layer on an LN substrate. Two lift-off
processes are used to deposit the poling electrodes; these are made
of chrome (Cr) and gold (Au). The first lift-off process defines the
electrode teeth and the contact pads. A bottom 30-nm-thick Cr
layer is in direct contact with the LN film, and a top 40-nm-thick
Au layer protects the Cr from oxidation. In the second lift-off
process, an extra 1-μm-thick Au layer is deposited on the contact
pads. This lowers the electric resistance and improves the uni-
formity of the poling voltage over the PPLN device. The spacing
between the electrodes is 20 μm, and the poling period is 6.6 μm.
The contact pads, which define the periodically poled region, are
4.8 mm long.

After electrode deposition, surface poling is done, during
which the sample is placed in a silicone oil bath to prevent air
breakdown under a high voltage. Contact electrode pads are con-
nected to a voltage source by two electrical probes (Wentworth
PVX400). Electrodes are removed by wet etching after poling.
A 390-nm-thick SiN layer is then deposited on the LN by sput-
tering. Inductively coupled plasma then partially etches this
layer to form a 2-μm-wide and 5-mm-long ridge waveguide.
The etching depth is ∼350 nm. Finally, a 1-μm-thick SiO2 layer
is deposited by sputtering to form the waveguide top cladding.

As every step of fabrication is performed on the LN film with-
out the limitations of substrates, this method is compatible with a
variety of integration platforms [e.g., Si, SiN, silicon oxynitride
(SiON)] where the LN film is integrated with different material
systems via wafer bonding [19–22].

The device cross section is schematized in Fig. 2(a): an SiN
ridge is defined on top of an x-cut LN thin film to form the wave-
guide. As SiN has a slightly smaller refractive index (1.98) than
LN (2.13 for extraordinary rays at 1550 nm), it can laterally guide
the optical mode and leave most of the power in the LN core,
which is suitable for nonlinear interaction. In addition, because
SiN has a broad transparency range, the waveguide loss can be
kept low over a spectral range broader than any other existing
heterogeneous LN waveguide platforms [19–21]. Figures 2(c)
and 2(d) depict the simulated TE waveguide mode profile at
the fundamental (1550 nm) and the second harmonic gene-
ration (SHG) (775 nm) signals, respectively, simulated with

FIMMWAVE [23]. Due to the high index contrast structure
(∼0.6) and the submicrometer thickness of the LN film, the
waveguide modes are confined into an area that is more than
one order of magnitude smaller than that obtained with proton
exchange or with Ti in-diffusion [10]. This directly relates to
more than an extra order of magnitude improvement for the
efficiency of nonlinear effects (see Supplement 1). For both
modes, over 90% of the power is confined in the LN film.

As depicted in Fig. 2(e), by tailoring the size of the SiN ridge,
the optical mode cross sections Aeff at both the telecom band
(1550 nm) and the corresponding second harmonic light
(775 nm) can be reduced to around 2 μm2. Also, the effective
area of Seff between these two modes for SHG (see
Supplement 1) is close to the effective waveguide areas for both
wavelengths, suggesting good overlap. This is also critical for
achieving high conversion efficiency.

Due to the small mode size of this SiN-LN waveguide, the
waveguide geometry creates significant dispersion. Therefore, in
order to achieve quasi-phase-matching, a short poling period of
∼6.6 μm is required for a 1530 nm working wavelength. This
period is significantly smaller than that for bulk PPLN devices
(>20 μm). In order to prevent the domain walls from merging
together in the presence of short poling period, a small electrodes
spacing of 20 μm is used, with 30-μm-long electrode teeth and a
25% duty cycle. Under these conditions, we have achieved a po-
ling period as short as 2.4 μm and are only limited by the mini-
mum feature size (600 nm) of our lithography. We believe that
switching to deep ultraviolet or e-beam lithography can help us
reach the submicrometer period.

The electric field needed for thin-film poling is found to be
higher than that for bulk poling. Indeed, domain inversion starts
to occur with an electrical field greater than 30 kV/mm, while the
threshold field for the bulk LN [6] is ∼21 kV∕mm. This increase
of the threshold for poling can be attributed to the bonding inter-
face between the thin-film LN and the SiO2 buffer layer, which
hinders the domain inversion. At the same time, a high electric
field is helpful to improve the poling yield, but it also speeds up
the spread of the domain wall. Therefore, a trade-off should be
found for the value of the field to be applied for actual poling.

Fig. 1. Processing flow: (a) x-cut LN on insulator (LNOI) on an LN
substrate; (b) electrode deposition; (c) surface poling of the LN thin film;
(d) electrode removal and SiN deposition; and (e) SiN etching to form a
ridge waveguide; (f ) SiO2 top cladding deposition.

Fig. 2. Waveguide structure and simulation: (a) schematic cross sec-
tion of the device; (b) SEM image taken after the sample is polished and
then dipped in BHF for 1 min to improve the contrast; (c) and (d) simu-
lated fundamental TE mode profiles of the waveguide at 1550 and
775 nm, respectively; and (e) simulated effective waveguide area (Aeff )
for the fundamental TE mode at 775 and 1550 nm, and Seff between
these two modes as a function of the SiN ridge width.
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As schematically illustrated in Figs. 3(a)–3(d), the thin-film
LN poling may suffer from low yield and bad uniformity using
traditional long-pulse poling. This is due to severe random do-
main growth and domain wall spread from the heating of the cur-
rent channel [18]. To mitigate it, a multi-pulse voltage waveform
with a short pulse duration (∼10 ms) is applied. We notice that
most of the nucleation sites where domain inversion starts from
are generated at the beginning of a poling voltage pulse. Repeating
the pulses thus allows the generation of more nucleation sites.
This helps improve the uniformity of domain growth. The short
pulse terminates before the temperature rises, thus minimizing
the domain wall spread. Figures 3(e)–3(h) show the schematic
evolution of the inverted domain using this method.

To further improve the poling quality of the device, the wave-
guide location is carefully designed. It was found that the best
poling profile is achieved if the waveguide is defined closer to
the positive electrode, shown in Fig. 3(h). The width of this re-
gion [labeled “Region I” in Fig. 3(h)] increases with the number
of poling pulses, which should be set high enough to yield a large
number of nucleation sites. However, too many pulses may also
increase the leakage current, spread, or even merge the inverted
domain and destroy the uniformity of the duty cycle. In this work,
the poling conditions are optimized so that the width of Region I
is ∼4 μm. This allows the waveguide mode to fully overlap with
the inverted domains without significantly influencing the duty
cycle’s uniformity. In order to reveal the inverted domain, we use
ion milling to create a cross section and let the z-surface of the
crystal be exposed. By using hydrofluoric (HF) etching, which
attacks inverted and non-inverted domains differently, the poling
position can be visualized. Figure 3(j) shows the poling profiles in
Region I for the actual device, which has 100% yield and good duty
cycle uniformity. Figure 3(k) shows a zoomed-in picture of the in-
verted domain under a scanning electron microscope (SEM). The
etched thickness by ion milling is 500 nm, and the poling profile
fully penetrated this thickness with an almost-constant duty cycle.

In this work, we chose a relatively high electric field (48 kV/
mm) to improve the poling yield. A pulse duration of 10 ms leads
to a good poling profile. We used 2 pulses, resulting in a duty

cycle of �40� 10�% and an almost 100% yield. The interval be-
tween two pulses is 10 s to reduce thermal issues. These condi-
tions resulted in a poling quality that is comparable to bulk LN
poling [24].

3. RESULTS AND DISCUSSION

The performances of the PPLN are evaluated in terms of SHG. A
tunable single-frequency CW laser (Agilent 81642A, typical line-
width: ∼0.1 MHz, spectral range: 1510–1640 nm) is used as the
seed. An erbium-doped fiber amplifier (IPG EAR-2K-C) is used
during high-power testing. Light is passed through a polarization
controller to excite the TE-polarized mode of the waveguide.
Tapered lensed fibers couple the light in and out of the PPLN de-
vice. A wavelength-division multiplexer is placed at the output to
split the pump light and the SH light. A telecom-wavelength optical
power meter and an Si-PIN photo-detector are used to monitor the
pump and SH power, respectively. Finally, the output spectra are
recorded by an optical spectrum analyzer (Yokogawa AQ6370C).

The propagation loss of the waveguide was measured to be αω ≅
�0.3� 0.2� dB∕cm around 1550 nm. This is a record low value
for a heterogeneous LNwaveguide. The ultra-low loss of this device
is comparable with the best results of the proton exchange and
Ti in-diffused waveguides [10], which is essential for building long
PPLN devices. The loss increases to ∼1 dB∕cm around 1530 nm,
which may be attributed to N–H bonds in the SiN.

The normalized SHG efficiency for a device with a 6.6 μm
period is shown in Fig. 4(a). The peak normalized efficiency
ηnor we achieved is ∼160% W−1 · cm−2 at a 1530 nm pumping

Fig. 3. (a)–(d) Schematic illustration of the evolution of inverted
domain using a long poling pulse. (e)–(h) Schematic illustration of the
evolution of inverted domains using multi-pulse waveforms with short
pulse durations. (i) Schematic of cross section of the device obtained
after ion milling to visualize the periodically poled region. (j) Top-view
micrograph of the cross section of a poled device after 10 min 48%
HF etch at room temperature. The dashed line corresponds to the cross
section in which the bright part is the poled area. (k) SEM image of
inverted domain.

Fig. 4. PPLN waveguide characterized as a wavelength converter using
SHG: (a) normalized efficiency as a function of the pump wavelength;
and (b) peak generated SH power under different pump powers (red
crosses), compared to theoretical predictions from (S7), assuming
ηnor � 160% W−1 · cm−2.
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wavelength. This is more than 4 times larger than that of typical
PPLNs (30%–40% W−1 · cm−2) [6]. The SH power generated is
80 nW at a pump power of 0.5 mW. Figure 4(b) shows the peak
SH power under different pump powers. A good agreement is
obtained with the theoretical predictions, assuming ηnor �
160% W−1 · cm−2. The coupling loss at the telecom band is
∼6 dB per facet. For SH light, the coupling loss plus the propa-
gation loss in the lensed fiber is ∼14 dB. The relative high inser-
tion losses at the input and output are mainly due to the much
smaller mode size and to the fact that lensed fibers are multi-mode
for SH light, which increases both the coupling and propagation
loss of the fiber. This influences the external conversion efficiency.
However, adding waveguide tapers at both the input and output
to match the spot size can help reduce the coupling losses.
Moreover, switching to free-space coupling may also reduce
the loss caused by the lensed fiber, in particular for the SH light.
We would expect that finally, the coupling loss is comparable to
bulk PPLN waveguides.

The 3 dB bandwidth of the actual normalized efficiency for
the pump light is around 3 nm, which is three times wider than
the theoretical prediction (∼1 nm). However, the actual normal-
ized efficiency is ∼10 times lower than the simulated value
(1600% W−1 · cm−2). The imperfect duty cycle and its non-
uniformity cause an efficiency drop of 30%, according to [25].
This assumes the duty cycle is normally distributed with an ex-
pectation of μ � Λ · 40% and a standard deviation of
σ � Λ · 10%, where Λ is the poling period. Another reason
for the discrepancy may be due to the waveguide non-uniformity,
especially the non-uniform LN thickness (see Supplement 1).
Further optimizing of the poling conditions can result in a duty
cycle closer to 50% with better uniformity. The fabrication
procedures can also be optimized to improve the waveguide uni-
formity. By carefully selecting the sample position on the wafer,
the LN thickness variation can be controlled within 1 nm over a
length of 1 cm. We thus expect to fabricate devices with even
better performances after solving these problems.

4. CONCLUSION

We have demonstrated the first integration-compatible PPLN
wavelength converter on a submicrometer LN film. The novel
waveguide and poling technologies not only enhance the nonlin-
ear conversion efficiency, but also enable photonic integration
with different material systems. The device shows a peak normal-
ized efficiency of 160% W−1 · cm−2 at 1530 nm for SHG, with
0.3 dB/cm waveguide propagation loss at the telecom band. The
normalized efficiency of the device can be improved by an extra
order of magnitude with optimized fabrication. We believe that
this approach is a key technology for the integration of QPM de-
vices with record-high efficiency in various chip-level micro-
systems as functional devices.
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